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ABSTRACT

The so-called Palmgren-Miner concept that degradation is cumulative, and
that failure is therefore considered to be the direct result of the accumulation
of damage with time, has been known for decades. Cumulative damage
models based on this concept have been derived and used mainly for fatigue
life predictions for metals and composite materials. We review the
principles underlying such models and suggest ways in which they maybe
best applied to polymeric materials in temperature environments. We first
consider cases where polymer degradation data can be rigorously time-
temperature superposed over a given temperature range. For a step change in
temperature after damage has occurred at an initial temperature in this range,
we show that the remaining lifetime at the second temperature should be
linearly related to the aging time prior to the step. This predicted linearity
implies that it may be possible to estimate the remaining lifetime of
polymeric materials aging under application ambient conditions by
completing the aging at an accelerated temperature. We refer to this generic
temperature-step method as the “Wear-out” approach. We then outline the
expectations for Wear-out experiments when time-temperature superposition
is invalid, specifically describing the two cases where so-called “interaction
effects” are absent and are present. Finally, we present some preliminary
results outlining the application of the Wear-out approach to polymers. In
analyzing the experimental Wear-out results, we introduce a procedure that
we refer to as time-damage superposition. This procedure not only utilizes
all of the experimental data instead of a single point from each data set, but
also allows us to determine the importance of any “interaction effects”.
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INTRODUCTION

Given the importance of predicting polymer lifetimes in critical applications (e.g., nuclear
weapons, nuclear reactor safety components), considerable effort has been devoted to
developing improved accelerated aging methods [1]. Most accelerated aging approaches
first expose unaged material to various accelerated environments and then measure and
model the changes that occur in the material. The goal is to extrapolate the accelerated
results obtained in order to predict the material lifetime under ambient aging conditions.
In the best situation, if material is available that has been ambiently aged for a significant
period of time, the properties of this material can be used to check the extrapolated
predictions.

In addition to this obvious application of ambiently aged material, it would be
advantageous to have a methodology for using this resource to estimate the material’s
remaining lifetime in the ambient environment. For instance, EPDM o-rings have been in
the field for more than twenty years on certain weapon systems. If sacrificial samples of
these o-rings could be used to estimate their remaining lifetimes, then more confidence
would exist in any accelerated aging prediction [1]. One promising technique, which we
refer to as the “Wear-out” approach, is based on the well-established, so-called Palmgren-
Miner concept that degradation is cumulative [2,3] and that failure is therefore considered
to be the direct result of the accumulation of damage with time. In this report, we review
the principles underlying this Wear-out approach and show how they can best be applied
to polymeric materials in temperature environments. To fully appreciate the application
of Wear-out methods to polymeric materials, we will first briefly review the important
concepts of time-temperature superposition and diffusion-limited oxidation (DLO)
effects.

EXPERIMENTAL

Materials

EPDM elastomers represent terpolymers of ethylene, propylene and a nonconjugated
diene. Much of the work for the current study was done on compression-molded sheets
(-150 mm by 150 mm by 2 mm) of a compound designated SR793B-80, an EPDM that
was specially formulated for the Honeywell Kansas City Plant and is used for the
environment seals on a current weapon system. Its formulation is summarized in Table 1.
Nordel 1440 is a terpolymer of ethylene, propylene and 1,4 hexadiene, with an
approximate ethylene to propylene ratio of 53 to 47 and approximately 3 pph of the
hexadiene. Zipstick 85 is zinc oxide powder, DiCup 40C and SR-350 are co-curing
agents (40°/0 active dicumyl peroxide and trimethylol propane trimethacrylate,
respectively) and Flectol H is an antioxidant (polymerized 1,2, dihydro-2,2-4-trimethyl
quinoline). A second EPDM o-ring material was a commercial material obtained as o-
rings iiom Parker Seal Co. It was designated as compound E629-60 and is a proprietary
formulation that was used for the environmental seals on a retired weapon system.
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Table 1. SR793B-80 Formulation.

Constituent

DuPont Nordel 1440
Zipstick 85

N-990 carbon black
N-539 carbon black

Flectol H
DiCup 40C

SR-350

pph

100
5

40
25
2
12
10

Oven aging

Oven aging of the compression molded sheet materials and the o-ring pieces was carried

out in air-circulating ovens (*1 ‘C) equipped with thermocouples connected to continuous
strip chart recorders.

Tensile tests

Tensile samples (-150 mm long by 6 mm wide by -2 mm thick) of the SR793B-80
material were cut from the compression molded sheets before aging. The E529-60 o-ring

samples were cut and tensile tested in tubular form. Tensile testing (5.1 cm initial jaw
separation, 12.7 cm/min strain rate) was performed on an Instron 1000 tensile testing

machine equipped with pneumatic grips; an extensometer clamped on the sample allowed
ultimate tensile elongation values to be obtained.

Oxygen consumption measurements

Oxygen consumption rates were measured using a technique that has been described in
detail elsewhere [4]. This technique monitors the change in oxygen content caused by
reaction with polymer in sealed containers using gas chromatographic detection.

Density measurements

*.

*

Density measurements were made using the Archimedes approach [5-6], where the
sample (typically 50 mg) is weighed in air and then in ethanol on a balance with a
reproducibility of better than 10 micrograms. Each reported measurement represented the

average of a minimum of 3 samples.
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RESULTS AND DISCUSSION

Accelerated aging and the time-temperature superposition approach

The approach normally used to accelerate the oxidative aging of polymers is to raise the
air-oven aging temperature, thereby increasing the rates of the oxidative reactions which
often dominate the degradation. The reactions underlying oxidative degradation of
elastomers can be extremely complex and usually have not been worked out in detail.
Fortunately, variants [7] of the basic autoxidation scheme (BAS), derived many decades
ago by Bolland [8], Bateman [9] and co-workers for the homogeneous oxidation of liquid
hydrocarbons, have proved to offer reasonable approximations to the degradation of
many polymers [4, 10]. For illustrative purposes, we will use the simplified scheme
shown below; it represents a first approximation for the oxidation of stabilized polymers
containing antioxidants (AH).

Polymer ~’ >R.

RO+OZ “ >ROZO

Roz ●+RH ‘; >ROZH+RO

R02H ‘4 >2R ● +ROH + HOH

R02 ● ‘“k; ‘m] } Products

R. .~> Products

Analysis of this kinetic scheme under steady-state conditions for R., R02. and ROZH
leads to

d[o,]_ c,[oJ

dt 1+ C2[02]
(1)

where Cl and Cz are constants involving several of the kinetic rate constants [4,10].

The first important conclusion from the result shown in eq. (1) is that such kinetic
analyses predict a constant rate of reaction under constant temperature conditions. This
turns out to be a reasonable approximation for many stabilized polymers. As an example,

Fig. 1 shows some representative isothermal oxygen consumption rate results versus
aging time for the SR793B-80 EPDM [1] and two other important elastomers [11]. For
this plot, the time coordinate for the aging of each material is normalized to the time
necessary for the ultimate tensile elongation to reach 10°/0 of its initial value, which we
arbitrarily define as the material’s mechanical lifetime. The results show that the oxygen
consumption rate is relatively constant over the entire mechanical degradation lifetime (O
to 1.0 on the x-axis) for the neoprene and nitrile materials and reasonably constant for the
SR793B-80 EPDM (this material shows a moderate drop at early times). After severe
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mechanical degradation has been reached, the oxygen consumption rate does begin to
increase for the neoprene and EPDM materials. This rise, however, is of little
consequence to modeling lifetimes since it occurs after mechanical “failure”.

When we change the temperature, the rate of degradation will change. But for
approximately linear situations like those shown in Fig. 1, one might expect

approximately linear behavior at other temperatures. Evidence [11] in support of this
assumption is shown in Figs. 2 and 3 for the nitrile and neoprene materials (as noted
above, the late increases for the neoprene occur after mechanical failure). A reasonable
assumption in polymer aging is “the expectation that an equivalent amount of oxidation at
two different temperatures leads to equivalent mechanical damage. Given the
multiplicative change in oxidation rates between these temperatures (Figs. 2 and 3), this
implies that mechanical degradation curves at different constant temperatures should have
approximately the same shape when plotted versus the log of the aging time. Results

consistent with such expectations can be seen in Fig. 4, which shows normalized
elongation results (elongation divided by the elongation for the unaged material) for the
nitrile rubber material aged at five temperatures. Similar observations of approximately
constant degradation shape have been found for many other materials. Examples include
neoprene [12] and chlorosulfonated polyethylene [13] cable jacketing materials, whose
normalized tensile elongation results are shown in Figs. 5 and 6, respectively.

The most common method of analyzing aging dat% such as those shown in Fig. 4-6,
involves first choosing some arbitrary failure criterion, for instance the time for the
elongation to reach 25°/0 of its initial value. The values of the failure time at each
temperature can then be used to test various aging models. For instance, the commonly
used Arrhenius model assumes that an activated chemical process with activation energy
E, determines the temperature dependence of k, the rate of degradation, i.e.

[)E.
kwexp —

RT
(2)

Determining whether a plot of the log of the failure time versus inverse absolute aging
temperature yields linear results can serve as a test of this model. Unfortunately, the
above procedure uses only one processed datum point from each curve, eliminating most
of the experimental points from analysis. However, if a constant multiplicative factor
relates each temperature pair, then the same fictional relationship between time and
temperature will hold regardless of whereon the degradation curve one chooses to
analyze. Thus, if the results give Arrhenius behavior at 25°/0 of initial elongation, they
should follow the same Arrhenius relationship at 50°/0, 75°/0, etc. (linear with the same
slope).

A better approach to test for the presence of constant multiplicative factors and to
determine the relationship between time and temperature involves the time-temperature
superposition concept [1O,14]. For this approach, we first select the lowest experimental
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temperature (e.g., 64.5°C for the data shown in Fig. 4) as the reference temperature.
Then, for each set of data at a higher temperature T, we multiply the experimental times
at this temperature by a constant shift factor, a~, chosen empirically to give the best
overall superposition with the reference temperature data (a~ = 1 at the reference
temperature). Figures 7-9 show the results of applying this procedure to the elongation
data of Figs. 4-6, respectively. In these figures, the bottom x-axes give the superposed
results at the reference temperature appropriate to each material. The excellent

superposition that occurs is not surprising, given the earlier observation that, for each
material, the raw experimental results at the various temperatures had similar degradation
shapes when plotted versus the log of the aging time. The next step is to determine
whether a simple model can be used to explain the relationship between the empirically
determined shift factors and the temperature. The commonly used Arrhenius
fimctionality of eq. (2) would predict that

[1E. 1 1—— —
a= = ‘Xp = T,d T

(3)

If Arrhenius is valid, a plot of the log of the a~ values versus the inverse absolute
temperature should give linear behavior. Figure 10 shows that the nitrile elongation
results for a~ (the crosses on the solid line) are consistent with the Arrhenius assumption,
with E, -90 ldlmol, determined from the slope of the line through the results. Figure 11
shows similar plots for the a~ values used to empirically superpose the elongation results
for the neoprene and CSPE jacket materials. Again, reasonable Arrhenius behavior is
observed with estimated E, values of 90 ldlmol for the neoprene and 108 k.ljmol for the
CSPE.

To make predictions below the lowest experimental temperature (64.5°C; a~ = 1), the
normal procedure would be to extrapolate the result. As an example, the dashed line in
Fig. 10 shows such an extrapolation for the nitrile data. The extrapolated a~ would be

-0.014 at around 25°C, which would imply that this material would last -70 times longer

at this temperature compared to its lifetime at 64.5”C. A refined extrapolation (solid line)
based on the use of ultrasensitive oxygen consumption measurements down to room
temperature [4] is also shown in this figure. This extrapolation indicates an a* of

approximately 0.02 at 25°C, predicting a room temperature lifetime -50 times longer

than at 64.5”C. Predictions based on this latter extrapolation are indicated by the top x-
axis in Fig. 7.

It is important to note that, unlike the normal Arrhenius testing procedure that may use
only one processed datum point from each curve, the time-temperature superposition
procedure illustrated in Figs. 7-9 uses all of the raw data generated for each material.
When time-temperature superposition is confirmed, strong evidence therefore exists for a
constant acceleration in all of the main reactions underlying degradation.
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Diffusion-limited oxidation

At equilibrium in air environments, oxygen is dissolved in polymeric materials; its

concentration is given by the product of the oxygen partial pressure surrounding the
material and the volubility coei%cient for oxygen in the material. During oxidative aging,
this oxygen will react. If the rate of reaction uses up the dissolved oxygen faster than it

can be replenished by diffusion from the surrounding air atmosphere, the oxygen
concentration in the interior of the material will drop, potentially leading to reduced or
non-existent oxidation in these regions. The importance of such effects will depend
primarily on three factors: the oxygen permeability coefficient (equal to the product of
volubility and diffhsivity), the rate of oxygen consumption and the material thickness
[4,1 5,1 6]. It turns out that such diffusion-limited oxidation (DLO) effects are quite often
observed for polymers under typical accelerated aging conditions [4, 11, 17]. There are
many experimental methods that can be used to screen for such effects [18]. One of the
most usefil for elastomers is modulus profiling [19], which involves an instrument that

allows the modulus to be quantitatively mapped (typical experimental scatter of *50A)

across the cross-section of a material with a resolution of approximately 50 pm. Figure
12 shows modulus profiles across the 2-mm thick nitrile rubber material after aging for
various times at the four highest accelerated aging temperatures [11]. The x-axis
variable, P, gives the percentage of the distance from one air-exposed surface to the

opposite air-exposed surface. At the highest aging temperature of 125°C, important DLO
effects cause highly heterogeneous degradation to occur. Oxidative hardening is
important at the sample surface, but becomes much less important in the interior regions.
As the temperature is lowered, the rate of oxygen consumption goes down faster than the
oxygen permeation rate, leading to reductions in the importance of DLO. At the lowest

temperature of 64.5°C, where DLO effects are no longer important, the degradation gives
steady homogeneous increases in modulus [11]. Besides various experimental methods
capable of monitoring DLO effects, it is now possible to theoretically model DLO and
therefore estimate its importance before any accelerated aging experiments are initiated
[11,15,16].

Given the importance of DLO for the aging of the nitrile material, and its complex
dependence on temperature, it is perhaps surprising that the elongation results for this
material display both excellent time-temperature superposition and Arrhenius behavior.
This turns out to be due to a fortunate circumstance, which occurs for the elevated
temperature oxidation of many elastomeric materials [11]. As shown in Fig. 12, the
oxidative hardening is greatest at the sample surfaces, where the oxidation is independent
of DLO effects. During tensile testing, cracks would be expected to initiate at the
hardened surface. If such cracks immediately propagate through the rest of the material,
the ultimate tensile elongation will be directly dependent on the true, equilibrium (non-
DLO influenced) oxidation. This turns out to be the case for many but not all materials
where oxidative hardening dominates the degradation. Time-temperature superposition
of the surface modulus results for the nitrile material leads to shift values (the diamonds
in Fig. 10) virtually identical to those found for the elongation results, consistent with this

i

.
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picture. For the neoprene and CSPE cable jacketing materials, important DLO effects
enter at temperatures higher than those shown in Figs. 5 and 6 [13]. These high-
temperature DLO effects lead to a slight lowering of the E, values (limited high-

temperature curvature in Arrhenius plots). Since anomalous high-temperature data are
not needed for predictive modeling of low-temperature lifetimes, they can safely be
eliminated from any analyses.

For properties that depend upon the entire cross-section of a material, DLO effects should
also be expected to lead to anomalous results. For instance, time-temperature

superposition is impossible for the tensile strength of the nitrile material, because it goes
up at some temperatures and down at others [11]. This is not surprising since the tensile
strength at break will represent the integrated force across the entire sample cross-section,
implying complex behavior due to the changing importance of DLO as the temperature
drops.

The above discussions are important to keep in mind when attempting to use a
degradation variable as a tool for predicting material lifetimes or remaining lifetimes.
Unless DLO effects are either eliminated or quantitatively understood, it will be very
difficult to have confidence in lifetime predictions derived from analyzing and modeling
data potentially influenced by such effects.

Wear-out approach for predicting remaining lifetime

As mentioned above, the Wear-out approach is based on the decades-old, Palmgren-

Miner concept that degradation is cumulative [2,3], and that failure is therefore
considered to be the direct result of the accumulation of darnage with time. Models based
on this concept have been largely confined to fatigue life predictions for metals and
composite materials. A typical analysis begins by assuming that fatigue darnage is being
induced by applying a dynamic stress level r under constant frequency, temperature,

moisture content, etc. conditions [20]. In this case the damage D can be written as a
function of the applied stress level r and the number of fatigue cycles, n

D = F(rz, r) (4)

Assuming that Ni represents the number of cycles necessary to reach failure under a given
constant amplitude loading condition ri and that the damage function D starts at O (where
n = O) and reaches unity at failure (where n = Ni), a simple case occurs when

D=~(n, r,)= f(rz/Nj) (5)

for any value of ri. This case is referred to as a “stress-independent damage model” since
the same curve will represent the relationship between D and n/Ni independent of the
value of ri. A particularly simple case occurs when the darnage is linearly related to n/Ni,
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a situation shown as the solid line in Fig. 13. This line is labeled P-M, since the fatigue
damage model of Palmgren and Miner assumes such linear behavior.

For most real darnage parameters, damage will not accumulate linearly, implying more
complex damage accumulation curves. Hypothetical examples are shown by the dashed
curves labeled 1, 2, and 3 on Fig. 13. Curve 3, for instance, would represent so-called
induction-time behavior, in which the darnage remains relatively unchanged until just
before failure, where it begins to accumulate rapidly. Whatever the shape of the damage
curve, whenever a stress-independent damage model holds, the same curve (e.g., curve 3
in Fig. 13) will describe the change of the damage parameter versus n/Nj, regardless of
the value of ri.

It turns out that the presence of time-temperature superposition for thermal aging of
polymers is conceptually equivalent to the so-called “stress-independent damage model”
used above. Instead of the darnage being described generally as a function of the stress
amplitude r and the number of fatigue cycles n, the damage will be given by

D = J’(t, T) (6)

where the aging time t replaces n and the temperature T replaces r. With ~i representing
the time to reach failure at a given temperature Ti, the case of a “stress-independent
damage model” leads to

D= F(t, q)= f(t/r, ) (7)

We found above that the elongation results for thermally aged nitrile rubber (Fig. 4) led to
excellent time-temperature superposition (Fig. 7). If we arbitrarily define failure of the
elongation as the time required for the elongation to decrease to 20°/0 of its original value,

the data of Fig. 4 can be used to estimate values of the failure times q versus temperature.

The results are 700,200,54, 15 and 5.6 days at 64.5”C, 80”C, 95”C, 111°C and 125”C,

respective y. When the elongation results at each temperature are then plotted versus t/I,

excellent superposition (stress-independent darnage) occurs as shown in Fig. 14. This is
essentially the same superposed data shown in Fig. 7, except for several minor
differences. First of all, instead of a log time scale, it is plotted on a linear time scale,
consistent with darnage accumulation discussions. Also consistent with damage
accumulation ideas, the data terminate at the failure criterion of 20°/0 of initial elongation
(the right-hand axis shows the damage fhnction D going from O at the top to 1 at the

bottom). Finally, the data analyzed in terms of t/qresult in superposed data that, from a
time-temperature superposition point-of-view, have slightly different shill factors (shown
on Fig. 14) from the results shown in Fig. 7. This is because truncated data (down to the
failure criterion) was superposed in Fig. 14 whereas the complete data set was superposed

in Fig. 7. The top axis of Fig. 14 shows the superposed time axis at 64.5°C



corresponding to the bottom t/~axis, obtained from the ~ values relative to the value of

700 days at the 64.5°C reference temperature.

Now that it is obvious that time-temperature superposition is equivalent to the concept of
a stress-independent damage fiction, we can see that the fatigue-related lower x-axis of

Fig. 13 can be replaced by an axis involving t/~for thermally induced chemical
degradation cases (upper x-axis in Fig. 13). In fact it is clear that the nitrile experimental
elongation data given in Fig. 14 represent a degradation variable whose fictional
dependence on time is similar to curve 1 of Fig. 13 (in this case inverted due to the
manner in which D is plotted). For the simplest situation, the degradation variable would
be linearly related to time, as indicated by the solid curve labeled P-M in Fig. 13. We
showed earlier (Fig. 1) that the oxidation rate for many stabilized materials is often found
to be relatively constant throughout the mechanical property lifetime. This implies that
the underlying degradation chemistry is also relatively constant (linear) versus time.
Unfortunately, the mechanical degradation variables of typical interest (e.g., elongation,
tensile strength) are usually related in a complex, non-linear manner to the underlying

chemistry, implying non-linear behavior even in the presence of “linear” chemistry.
Whatever the shape of the damage curve, however, whenever time-temperature
superposition holds (stress-independent darnage model), the same curve will describe the
change of the damage parameter versus fractional degradation lifetime, regardless of the
temperature (Fig. 14).

We now examine a situation where we raise the temperature ~ part way through the
material’s degradation from T1to a higher Wear-out temperature TW, whose purpose is to
complete the aging of the material (hence the name Wear-out temperature). We define 11
as the time spent at T] and determine the “Wear-out” time twsubsequently required at TW

to reach failure. For any damage parameter that gives time-temperature superposition, a
reasonable assumption is that the degradation level (given by the chemical changes in the
material) is identical for identical values of the damage parameter regardless of the
temperature used to reach this level. For such situations, the same curve will continue to
be traversed independent of when the temperature is stepped from T1 to TWand it is easy

to see from Fig. 13 that in general

t, t
—+-!L=l (8)
~1 ~w

regardless of the shape of its darnage curve versus the fractional degradation lifetime.

This relationship for a step change in temperature from T1 to TW (or the reverse) is
plotted as the solid line in Fig. 15 (bottom x-axis and left y-axis). Defining aW,las the

shift factor relating the two temperatures,
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~1aW,l = —
rw

and combining with eq. (8) gives

7, – tl
tw. —,

aW,l

(9)

(lo)

which predicts a linear relationship between twand t,. This relationship can also be
represented by the solid line in Fig. 15, using the upper x-axis together with the right-
hand y-axis, where the time on each axis runs from Oto the failure time. We will refer to
behavior described by eq. (10) as linear Wear-out behavior to distinguish it from the
Palmgren-Miner linear damage behavior (line marked P-M in Fig. 13), since the latter is

not required for the former. The parameter a ~,~ can be thought of as the “acceleration,

factor” for the Wear-out approach.

The situation becomes more complex when time-temperature superposition is invalid.
An example is shown in Fig. 16, where hypothetical data for a normalized degradation
variable (e.g., tensile elongation) are plotted versus log time at temperatures T1and T2. It
is clear that the shapes of the degradation curves at T, and T2 are different, implying that
the acceleration factor relating the degradation at the two temperatures depends on the
damage level. If we arbitrarily choose the failure criterion as a 90?40loss in the
degradation variable and replot these two curves versus their normalized aging times
(aging time divided by failure time), the results are shown in Fig. 17 as the two solid
curves.

Suppose Wear-out experiments are performed on this hypothetical material. We will
first assume that the value of the degradation variable determines the chemical
degradation state regardless of how the sample reached this state. In other words, it is
assumed that the chemical makeup of the sample is equivalent, as long as the value of the
degradation variable is identical. This implies that stepping of the temperature to T2after
a certain amount of aging time at T1 will involve a horizontal shift from the T1curve to the

T2 curve. As an example, if the sample was exposed to T] until thl reached 0.3, then the
temperature was stepped to T2, the degradation pathway would first follow the T1 curve,
then switch horizontally to the T2 curve as indicated by the arrows on Fig. 17. After the
step, the degradation will follow the T2curve until failure, again as indicated by the

arrows along this curve (t2/T2-0.4 to complete the aging). Wear-out experiments based
on such behavior will result in non-linear Wear-out behavior. For the case shown (Fig.
17), where the relative degradation rate at the Wear-out temperature starts out slower but
later accelerates compared to the situation at Tl, the shape of the Wear-out results will be
similar to the dashed curve shown in Fig. 15. In fact, if the shapes of both curves are
known and the chemical state of the material on both curves is assumed to be equivalent
for equivalent values of the degradation variable, the exact shape of the Wear-out curve

?

-.
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can be predicted. For instance, for the hypothetical results shown on Fig. 17, we saw

above that llhl = 0.3 corresponds to t2/z2= 0.4. The remainder of the predicted Wear-out
curve can be determined in a similar fashion; we will do this for some real elongation
data below.

A more complex situation exists if the same level of degradation at the two temperatures
does not correspond to equivalent material darnage (e.g., the composition of chemical
degradation products is different). In this case, the degradation rate after the temperature
is stepped to T2 may not be the same at the same level of the degradation variable as for a
sample aged only at T2. An example of this so-called “interaction” effect is shown in
Fig. 18, where the degradation rate after the step (dashed curve) is greater than predicted
in the absence of interaction. Such interaction effects will normally result in non-linear
Wear-out behavior. However, in contrast to the cases described above, the shape of the
Wear-out curve cannot be predicted, even when the shapes of the individual curves are
known.

Applying the Wear-out approach to experimental EPDM results

Our first attempt to test the Wear-out concept involved using aged samples of the
SR793B-80 EPDM o-ring material studied in Part 1 of this series [1]. As shown in Part
1, reasonable time-temperature superposition occurs for its degradation properties over

the normally accessible degradation temperature range of-1 55°C to 111 ‘C. This implies
similar shapes for the results when plotted versus log of the aging time. Figure 19 gives,
for example, the tensile elongation results plotted versus log of the aging times. At first
glance, the curves have reasonably similar shapes. However, it was also determined

using measured oxygen consumption results from 160°C down to 52°C that the activation
energy for oxidation changes from -118 kJlmol at the higher temperatures to -82 kJ/mol
at lower temperatures. The oxygen consumption rate data illustrating this effect for this
EPDM material are shown in Fig. 20. Since the activation energy begins to drop around

111 ‘C, a change in oxidation mechanism must be occurring around this temperature.
Therefore, we might expect to see a change in the relative shape of the degradation curves

around 111 ‘C. A carefil examination of the elongation data in Fig. 19 confkms this

expectation. Although the results at 155°C, 140°C and 125°C have similar shapes, the

data at 111 “C appear to drop off at a somewhat slower rate. Given the above two pieces

of evidence for a change in mechanism occurring around 111 ‘C, we decided to use

samples from the 111 ‘C series and from the 125°C series and test the Wear-out approach

by completing the aging of these samples at 150°C.

Since 150°C and 125°C fall into the temperature region(155°C to 125°C) where
excellent evidence for time-temperature superposition exists, we would expect linear

behavior for the Wear-out results on the 125°C samples. Assuming that 50% absolute

elongation corresponds to “failure”, we find from the 125°C elongation plot that failure

occurs after -158 days. At 150°C (dashed line on Fig. 19 resulting from interpolating
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between the1400C and1550C curves), failure takes -20.5 days. Therefore, thepredicted

Wear-out behavior (TW= 150”C) for the samples previously aged at 125°C would be
given by the straight line in Fig. 21 connecting 158 days on the x-axis with 20.5 days on

the y-axis. On the other hand, since the 111“C elongation results change shape relative to
the higher temperature results, we would expect non-linear Wear-out results for samples

previously aged at 111 “C. If no interactions occur (the value of the degradation variable
determines the chemical degradation state regardless of how the sample achieved this

state), we can use the shapes of the elongation results at 111 “C and 150°C to predict the
shape of the Wear-out data. Using the same failure criterion of 50°/0 absolute elongation,
this procedure leads to the solid curve on Fig. 22.

Since we showed in Part 1 [1] that oxidation of this material (oxygen consumption)
correlates with elongation, surface modulus, density and solvent uptake, it is possible to
use any of these parameters to follow the degradation at the Wear-out temperature

(150”C). Actual practice, however, necessitates monitoring the degradation parameter
versus time so the time required to reach the selected failure value can be determined.
Elongation was not used since it is a destructive technique and would therefore require a
large amount of material. Solvent uptake measurements were not considered because
they are moderately time-consuming and require a fair amount of material (especially
since they should be considered destructive). The best parameters are probably surface
modulus and density, since both are essentially non-destructive (if necessary repeated
measurements can be made on a single sample) and require only small sample sizes. In
addition, both parameters show dramatic induction-time behavior (similar to curve 3 of
Fig. 13), implying that the point of failure should be relatively easy to determine. For our
initial screening studies, we chose to follow only the density, and selected 1.16 gicc as
the failure point (this value of density corresponded to elongation reaching -50°/0- see

Table 3 of Reference [1]). Figure 23 shows density results versus 150”C aging time for

samples that had previously been aged for the indicated number of days at 125°C. The

values of tw required at 150°C for the density to reach 1.16 g/cc are plotted as squares

versus the aging times at 125°C in Fig. 21. The experimental results are reasonably linear
and are in good agreement with the solid theoretical line predicted from the elongation
behavior, offering the first piece of evidence for the potential of the Wear-out approach.

Density results versus 150”C aging time for the 111 ‘C pre-aged samples are shown in
Fig. 24; values of twobtained from these curves are plotted as squares in Fig. 22.
Although the experimental results are somewhat higher than the theoretical expectations

for short 111 ‘C aging times and somewhat below theoretical expectations at longer

111 “C aging times, their overall behavior is in reasonable accord with theory. Given the
experimental scatter in the elongation and density results, the level of agreement is in fact
encouraging.

A better method of analyzing the Wear-out results of Figs. 23 and 24 involves a
procedure that we define as “time-degradation superposition”, in which the Wear-out

density curves are shifted to a reference state with an additive shift factor defined as a~.
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When density Wear-out results are available for initially unaged material, these data (the
right-hand curves in Figs. 23 and 24) are selected as the reference state (a~ = O). If
interactions are absent during the Wear-out exposures, the shapes (on a linear time plot)

of the degradation curves during the high temperature (150°C) exposures should be
identical. This is obvious from Fig. 17, where the lack of interactions implies that
regardless of the preaging time on the T, curve, all of the degradation curves for

subsequent aging at T2(the Wear-out temperature) will superpose when translated
horizontally to the Tz curve. When interactions are present, it is clear from Fig. 18 that
such superposition will not occur. Thus by attempting time-degradation superposition,
we are able to test for the importance of interaction effects. In addition, this procedure
uses all of the Wear-out data instead of just a single processed point (e.g., the time
required to reach a density of 1.16 g/cc).

Figures 25 and 26 show the results obtained from applying the time-degradation
superposition procedure to the data of Figs. 23 and 24, respectively. The empirically
derived additive shift factors (designated as a~) that led to the best superposition are
indicated in Figs. 25 and 26, where the reference condition (a~ = O) corresponds to the
previously unaged material. For both sets of data the superposition is reasonable and

offers evidence that important interaction effects are absent for the experimental
conditions studied. The tremendous advantage of the time-degradation superposition
approach is that a defined failure criterion is not required. In order to use the shift factors
for predicting remaining lifetime, however, a failure criterion must obviously be selected.
If, for instance, we again select 1.16 glee as the failure criterion, the superposed results of

Figs. 25 and 26 indicate that 21 d at 150°C is required to reach this condition for the
previously unaged material. With this failure criterion, a plot of 21- a~ versus aging time

at 125°C and 111 ‘C would represent a Wear-out plot that is equivalent to the failure time
plots of Figs. 21 and 22, respectively. The distinction would be that the experimental
data come from time-degradation superposition (all of the data used) instead of from
single processed points (the estimated failure times). The results of this procedure are
plotted as crosses on Figs. 21 and 22. The excellent agreement between the crosses and
the squares is not surprising given the observation of reasonable time-degradation
superposition.

Applying the Wear-out approach to Surveillance EPDM o-rings

The main goal of the Wear-out approach is to predict the remaining lifetime of a material
that has been aging for extended periods of time at ambient conditions. An example is
the application of such techniques to surveillance weapon materials in order to estimate
remaining lifetimes in ambient weapon environments. In such cases, the initial aging

temperature T, would represent ambient weapon conditions and TWan elevated Wear-out
temperature. It is easy to see from the general discussion and the experimental results
above that linear Wear-out results will not always occur. However, applying the Wear-
out method for predicting remaining life involves periodically generating Wear-out
results on arnbiently aged material as a fimction of time under ambient conditions. Early
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results would allow initial estimates of remaining life by assuming linear extrapolation
behavior. As more data became available, more refined and confident extrapolations
could be made.

An important consideration in choosing the Wear-out temperature (TW)for such

experiments is minimizing the temperature difference between the ambient temperature
and TW. This is obvious for several reasons. First and foremost, the likelihood for
acceptable time-temperature superposition of the degradation variables and therefore
reasonably linear Wear-out behavior, is increased if the temperature difference is
minimized, since a larger temperature difference increases the chance for a change in the
chemical degradation mechanism. In addition, keeping TWas low as possible reduces the
chances of physical complications such as diffision-limited oxidation effects. Opposing
the desire to keep TWas low as practical is the need to complete the Wear-out experiments
in a reasonable time period. Balancing these two contradictory requirements leads to the
conclusion that TWshould be selected such that degradation is completed over a few
weeks to a few months time frame.

As an example of using the Wear-out approach on materials aged for extended periods of
time, we were able to acquire EPDM o-rings from a weapon that had been aged for-23
years in the field. These o-rings were originally obtained from Parker Seal Group and
were designated E529-60. Since Parker still supplies this compound, we purchased new
E529-60 o-rings and used these as baseline materials for our Wear-out experiments. For
o-ring degradation, the property of most interest is the decay in the sealing force. Earlier
studies on the similar SR793B-80 EPDM material showed that the point where
significant loss of sealing force occurred was correlated to the point of significant loss of
the more-easily measured tensile elongation as well as the point at which other properties
(density, modulus) begin to show significant increases [1]. Based on the known aging

behavior of the SR793B-80 EPDM material [1], we decided that a TWof 140”C would
yield convenient Wear-out times (up to several months). With this in mind, we first

carried out aging of the new material at 140”C to determine how the tensile elongation
and density behave at this temperature. The elongation results, shown in Fig. 27, indicate
that it takes -70 days to reach a reasonable failure criterion of 40’XOabsolute elongation
(1OVOof initial). As anticipated [1], the density results (squares in Fig. 28) begin to show
significant increases at about the same time. Since we had a limited amount of the 23
year-old EPDM material, only density measurements could be used for the Wear-out
experiments. The density results for the 23 year-old material versus aging time at the

Wear-out temperature of 140”C are plotted as the crosses in Fig. 28. Because the aged
material results have shifted a very small amount relative to the unaged results, it is
immediately clear that very little degradation has occurred after 23 years. If we
arbitrarily select 1.24 g/cc density as a measure of failure (corresponds to elongation
dropping to -1OYOof initial), it takes -70 days for the unaged material to reach 1.24 glee
versus -65 days for the aged. The Wear-out plot of these data, shown in Fig. 29, leads to
an initial lifetime estimate of-320 years. This initial estimate is very approximate given
the small differences found between the newly purchased and 23 year-old materials and
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the expectations of data scatter for the same material purchased 25 years apart. At this
point, all we can codldently say is that a very long lifetime is indicated by the results.
This prediction of a long lifetime is consistent with the accelerated aging predictions for
the earlier SR793B-80 EPDM reported in Part 1 [1].

By periodically obtaining additional ambiently aged samples of increasing age, future
Wear-out experiments can be used to generate more data for Fig. 29, leading to refined
and more cordldent lifetime estimates. Of course, by definition, we do not have the
complete degradation curve under ambient conditions; Therefore we do not have explicit
evidence that the ambient degradation would time-temperature superpose with
degradation at the Wear-out temperature, a forecaster of linear Wear-out behavior. In
fact, we will never have such evidence in the absence of the complete ambient data up to
failure. But, if we have confirmed time-temperature superposition from carefi.d
accelerated experiments, there would be a reasonable chance that this superposition will
remain valid down to ambient conditions. This implies that Wear-out experiments on the
long-term, ambiently aged samples could give reasonably linear behavior. The key is that
Wear-out experiments versus ambient aging time will allow us to check the linearity of
the results and whether the predicted failure time from extrapolation of the Wear-out data
is consistent with the failure time predicted from extrapolation of the conventional
accelerated aging results.

It is important to note that it is not necessary to obtain an unaged sample in order to make
remaining lifetime predictions, as long as real-time aged samples of differing ages are
available to allow the shape of the Wear-out plot to be followed and extrapolated. This is
significant since it may not always be possible to obtain an unaged sample 15 or 20 years
after the material of interest is placed into use. This observation, in fact, constitutes
another advantage of the Wear-out approach relative to other lifetime prediction methods.

Notice also, that to utilize the Wear-out approach, we do not have to explicitly know how
the darnage parameter depends on time at a constant temperature. It could have linear
Palmgren-Miner dependence or any other shape, such as the three example curves in Fig.
13. If we have unaged material to evaluate, experiments on this material at the Wear-out
temperature will allow us to determine the shape of the damage parameter versus time at
the Wear-out temperature. The shape could of course be the same or different under low
temperature ambient conditions dependent upon whether time-temperature superposition
holds. An interesting situation occurs if a degradation parameter can be found that
appears to follow linear P-M behavior under accelerated conditions. In this case, simply
following the degradation parameter versus field aging time may also yield linear results
assuming time-temperature superposition is valid down to ambient conditions. If the
observed linearity under ambient conditions is assumed to continue till failure, simply
following the degradation parameter and extrapolating its values to its failure value offers
a direct method of predicting remaining lifetime. Full-scale Wear-out experiments like
those described above would not be necessary in this situation.
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Unfortunately, it is rather unusual to find linear Palmgren-Miner behavior for polymer
degradation parameters. Although most studies have examined degradation behavior
under laboratory (accelerated) conditions, if linear behavior was observed under such
conditions, there would be a reasonable chance (if time-temperature superposition holds)
that similar linear behavior would occur at ambient temperatures. We showed above that
density for EPDM materials tends to follow “induction time” behavior (Curve 3 of Fig.
13). For other materials, density sometimes gives reasonably linear behavior. For
example, density measurements on the nitrile rubber material studied earlier (Figs. 4, 7
and 12) are reasonably linear over the mechanical property lifetime. This is seen from

superposed macroscopic density results taken at 64.5°C and 80°C (Fig. 30), temperatures
that are only slightly influenced by difision-limited oxidation anomalies (Fig. 12). For
this material, the relatively linear behavior of density is consistent with the observation
that the isothermal oxygen consumption rates are relatively constant versus aging time
(Figs. 1 and 2). Linear density behavior has also been observed for thermal aging of a

PVC cable jacketing material at 11O°C [21]. On the other hand, induction-time behavior
similar to that found for the EPDM materials has been observed from density
measurements for additional EPDM materials and for crosslinked polyolefin and
chlorosulfonated polyethylene materials [2 1].

Another degradation parameter that occasionally shows linear or near-linear behavior is
the oxygen induction time (OIT). In pioneering work, Kramer and Koppelmann [22]

utilized custom, highly sensitive DTA sensors to isothermally measure the time before
significant oxidation begins (the OIT) for polybutylene after aging for various times at

150°C. Figure 31 shows that the OIT results measured at 180°C are linearly related to the

150”C aging times. Other examples of reasonably linear OIT behavior are found [23].
On the other hand, similar to the situation observed for density and elongation, much of
the OIT literature shows that this degradation parameter does not follow linear P-M
behavior. For instance, Kramer, et. al. [24] found moderate curvature for OIT
measurements taken on the same polybutylene material as that studied in Fig. 31 but for
different aging and OIT measurement temperatures (Fig. 32). In OIT studies of an oven-
aged, stabilized polyethylene material, Matsurnoto [25] found first order decay of the
OIT, implying an exponential decay with time. Anandakumaran et. al. [26,27] observed
very non-linear, complex behavior for the oven aging of several XLPE and EPR cable
insulation materials. Figure 33 shows some of their results for two of these materials.

It is important to note that, even when such complex, non-linear time-dependence occurs
for a degradation parameter, the Wear-out approach will still be applicable and may give
linear results. For example, assume that the time dependence of OIT under ambient

temperature conditions was the same as the complex time dependence for EPR at 140°C

shown in Fig. 33. In this case, Wear-out aging at 140”C (using periodic OIT
measurements till a failure criterion is reached) of arnbiently aged samples would be
predicted to result in linear Wear-out plots. In addition, time-degradation superposition
of the OIT Wear-out results would be expected to have a superposed shape similar to the

complex shape found for the EPR aging at 140°C.

;

*
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Figure 1. Oxygen consumption rates for the indicated materials and
temperatures. For each condition, the results are plotted versus the
fractional mechanical property lifetime, which is defined as the aging time
divided by the time required for the ultimate tensile elongation to reach 10%
of its unaged value.
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Figure 2. Oxygen consumption rates for a nitrile rubber material versus
aging time at the indicated temperatures.
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Figure 3. Oxygen consumption rates for a neoprene rubber material versus
aging time at the indicated temperatures.

l.o~ I 1 1 11(11 I I 1I 1!!1 I i I I 1!11 1 1 I I 1111

0.8 –

0.6 –

0.4 –
v 64.5°C

~ 80”C

0.2 – •1 95QC

o Ill”c

+ 125°C

0.0 I 1 11!1111 1 I 1! !111
1 10 100 1000

Aging time, days

:
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Figure 5. Normalized elongation results for a neoprene cable jacketing
material versus aging time at the indicated temperatures.
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Figure 6. Normalized elongation results for a chlorosulfonated polyethylene
(CSPE) cable jacketing material versus aging time at the indicated
temperatures.
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reference 22.

‘: D
Temperature for

8 ~, OIT measurement
\
\

❑ 210°c

L6 –, o 220°c\
\

\
\

4 – ‘ ‘cl
\ \

\ \
<)

2 –’ . ‘R.

‘0’ . . . ~ ‘“D
--- “0..-- ---

0 I I ! -- El
0 200 400 600 800

Aging time at 160°C, hours

Figure 32. OIT results for polybutylene versus aging time at 160°C from
reference 24.

34



EPR- Aging time at 140”C, days

400~40

c -..-

1 r: -cE ‘ --- x EPR
.-

-Q
E

u- 3’ ; \ ● XLPE 30 0-
00 I \
co 00

\
1 t ml

% 1 \ %

$ ! \ U1
!

g 20 ; ! – 2’ g

\ \
8 \ (0

Iw I \
Q :\ n
2 ‘1 \ LIJ

!
g 10—’ – 10 L@\
~ k, \ ~
o 0

‘x =.. &
x----x”. -’x- -_

0 I .

0 100 200 300 400 500

XLPE- Aging time at 130°C, days
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